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| Type Of Material

|| Copper Rod

| Client

__][NIGC-KHGC

Third Party Inspection

ASCO Inspection Co

(The Selection Of The Testing Sample Has Been
Done By The Third Party Inspection)

| Supplier || Tajhizat System Zamin Co. |
Contractor

| Date [[30 Nov 2020 !
| Report Number |[99091001 J

| Hologram Number |[115432

Chemical Composition

Al Si

)

ot Fe Cu

0.02 % 0.01 %

0.01 %

0.01 % 0.02 % 99.93 %

Acceptance Criteria According To ASTM B 152 Standard

Cu

99.90 min

Chemical Composition Of The Sample Indicates That The Material Conforms To

ASTM B 152 Standard.
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